Medium formula conc. %  temp. °C EPDM MNER FPM UHMPE Composite  Composite
| Bd [~] disc XP1620 body XP1600
'.isulfuric acid

' H2504 3 60 - . . Excellent . .
H2504 0,5 &0 Excellent - - Excellent - -
H2504 10 20 Excellent - - Excellent - -

| H2504 10 65 - - - Excellent - -

H2504 20 20 Excellent - - Excellent Excellent Excellent

; H2504 20 b5 Excellent - - Excellent Excellent Excellent

| H2504 25 80 Excellent - - - - -
H2504 30 a3 - - - - Poor -

, H2504 35 20 Excellent - - Excellent - -

H2504 40 20 - - - Excellent - -

' H2504 a0 a0 Poor . . Excellent . .

i H2504 (i1 20 - - - Excellent - -

H2504 80 20 . . . Sufficient . .

H2504 a0 L0 - - - Sufficient - -

| H2504 96 20 - - - Sufficient - -

' H2504 96 60 - - - - Poor Poor



